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(Metallurgy--Corroston, TT, v. 9, no. S)
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TT-63-20307

%ﬁ. \v, and Kallenbach, R.

ATIONSHIP BETWEEN THE THERMAL AND 1. Bungardt, W.
ELECTRICAL CONDUCTIVITIES OF ALUMINUM AND . Kallenbach, R.
MAGNESIUM ALLOYS. [1963) {20p] (figs tables omitted
omitted) 35refs

Order from SLA $1. 60 TT-63-20507

Trans. of Metall (West Germany) 1950, v. 4,
p. 317-321, 365-369. (Abstract availahble)

DESCRIPTORS: *Aluminum alloys, *Magnesium alloys,
Thermal conductivity, Electrical conductance, ,

Recent literature data on the electrical and thermal
conductivities of light metals were tuvestigated for the
relatonship between the two conductivities from the
standpoint of whether it is practically possibie to
replace the measurement of the heat conductivity by
the simpler measurement of the alectrical conductivity
(Mcmllurgy--l.ighl Mmll. Tr' v. ll, no. ‘) (Wet) Oftice of Technical Services
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The mcrystallization Properties of Aluninum-Magnes
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